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Item:

Description:

Military Speci�cations

The following list indicates the military speci�cations for thermoset laminates per MIL-I-24768
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MIL-I-24768/9

MIL-I-24768/10

MIL-I-24768/11
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MIL-I-24768/14

MIL-I-24768/15

MIL-I-24768/16

MIL-I-24768/17

MIL-I-24768/18

MIL-I-24768/19

MIL-I-24768/20

MIL-I-24768/21

MIL-I-24768/22

MIL-I-24768/23

MIL-I-24768/24
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MIL-I-24768/26

MIL-I-24768/27

MIL-I-24768/28

(GME) Glass Melamine Laminate

(GEE) G-10 Glass Epoxy Laminate (Non-Brominated)

(GEB) G-11 Glass Epoxy Laminate

(GPO-1) Glass Polyester Laminate

(GPO-2) Glass Polyester Laminate

(GPO-3) Glass Polyester Laminate

(GTE) Glass Te�on Laminate

(GMG) G-5 Glass Melamine Laminate

(NPG) Nylon Fabric Phenolic Laminate

(PBE) Paper Based XXX Phenolic Laminate

(PBG) Paper Based XX Phenolic Laminate

(PBM) Paper Based X Phenolic Laminate

(FBE) Cotton Based LE Phenolic

(FBG) Cotton Based CE Phenolic Laminate

(FBI) Cotton Based L Phenolic Laminate

(FBM) Cotton Based C Phenolic Laminate

(GSG) G-7 Glass Silicone Laminate

(GPG) G-3 Glass Phenolic Laminate

(PBM-P) Paper Phenolic Laminate

(PBM-PC) Paper Phenolic Laminate

(PBG-P) Paper Phenolic Laminate

(PBE-P) Paper Phenolic Laminate

(PBE-PC) Paper Phenolic Laminate

(PBM-PF) Paper Phenolic Laminate

(PBE-PCF) Paper Phenolic Laminate

(PEE) Paper Epoxy Laminate

(GEE-F) G-10/FR-4 Glass Epoxy Laminate

(GEB-F) Glass Epoxy Laminate


